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Mabanol Hone 3
Mineralöl

Mineral Oil
Ester 4,0 110 1b - P P - - - ++ ++ ++ ++ ++

Mabanol Hone 5
Mineralöl

Mineral Oil
Ester 5,0 >140 1b P P P + + ++ ++ ++ ++ ++ ++

Mabanol Hone 9
Mineralöl

Mineral Oil
Ester 10,0 158 3a P P P + ++ ++ ++ ++ ++ ++ ++

Mabanol Hone 18
Mineralöl

Mineral Oil
Ester 18,0 154 3b P - P + ++ ++ ++ ++ ++ ++ ++ Spezialprodukt für Sunnen-Verfahren
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