Umformole
Forming oils
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Kategorie
Category

Viskositat bei 40°C [mm?/s]
viscosity at 40°C [mm?/s]
Flammpunkt [°C]
flash point [°c]

Kupferkorrosion
copper corrosion

Materialstarke Kohlenstoffstahl
material thickness carbon steel

Materialstarke Edelstahl
material thickness stainless steel

Schwefel

Phosphor
phosphorus

chlorine

lubricity

Sta

hochlegierte Stah

stainless steel

Buntmetall
non-ferrous metal

aluminum

schneiden
fine blanking
Stanzen

Tiefziehen/Abstrecken
deep drawing

stamping
Kaltmassivumformung

Cold forming

Rohrfertigung

Mabanol Stamp 1 F IR @) et 13 76 b | 12mm | 1-2mm - - v + + + + . . + .
vanashing oil
Mabanol Stamp 2 F verdunstendes‘ d -‘Fluch!ol 1,7 76 1b 3mm 3mm - - v + + + + o) o) + o
vanashing oil
Mabanol Stamp 6 F IR @) et 15 65 | 12mm | 1-2mm - - v + + + + - - + .
vanashing oil
Mabanol Stamp 6 FE e o il 3 105 | 2mm | 2mm - - v + + + + . . + .
vanashing oil
Mabanol Stamp 10 F IR @) et 16 81 b | 3mm | 3mm . - v + + + + . . + .
vanashing oil
Mabanol Stamp 20 F WEEHEEIEIES Cl = (Al 19 66 1b 3mm | 3mm - - v + + + + + . + .
vanashing oil
Mabanol Stamp 40 F IR @) et 28 65 1 | 3bis5 | 3biss 5 5 v + + + + + - + .
vanashing oil
Mabanol Stamp 30 AS  Wniieraite) (0 (Gl sl 31 170 4c Grm v - - v + . . . + + + .
forming oil for general-purpose carbon steel
Mabanol Stamp 39 AS _ iiienite) 7 [eetitarvetif ittt 39 180 4 | 6mm . . v + . . N o o o N
forming oil for general-purpose carbon steel
Mabanol Stamp 83 AS  Wniierarte) W (Gl 83 170 b 8mm v - - v + . . . + + + +
forming oil for general-purpose carbon steel
Mabanol Stamp 85 AS _ iiienite) 7 [eetitarvetif ittt 83 183 4 | 8mm . . v + . . . + o o o
forming oil for general-purpose carbon steel
Mabanol Stamp 91 AS  Wniierarte) ¥ (Gt il % 171 4c | 10mm v . . v + . . . + + + +
forming oil for general-purpose carbon steel
Mabanol Stamp 145 AS _ iiienite) 7 [eetitarvetif ittt 145 180 3 | 5mm | 2mm . . v + . . . + N o o
forming oil for general-purpose carbon steel
Mabanol Stamp 175 AS  Wniierarte) W (Gt bl 175 170 4 | 10mm v - - v + . . . + + + + +
forming oil for general-purpose carbon steel
Mabanol Stamp 250 AS _ iiienite) 7 [eetitarvetif ittt 250 180 4 | 8mm . . v . . . o o o N
forming oil for general-purpose carbon steel
Mabanol Stamp 38 ASR PaomoliifostisienStahl 38 190 4 | 6mm | 3mm - - v + . . + + + .
forming oil for steel
Mabanol Stamp 63 ASR Wit i estifictaro St 63 162 4 5mm - . v + . . & & & .
forming oil for stainless steel
Mabanol Stamp 75 ASR PaomlitifiostsepStahl 75 162 4c 7mm - - v + . . + + + .
forming oil for stainless steel
Mabanol Stamp 92 ASR S e Stat 92 150 4c 8mm 5 5 v o = = + + + +
forming oil for stainless steel
Mabanol Stamp 166 ASR PaomlitifiostsepStahl 166 160 4c 10 mm - - v + . . + + + .
forming oil for stainless steel
Mabanol Stamp 90 ASR o gund rosfieisniStohl 89 181 4 | 6mm | 6mm v 5 v o = = + = + -
forming oil fiir carbon and stainless steel
Mabanol Stamp 98 ASR Eco B undicefeeniShan] 98 170 4 | smm | 8mm v - v + . . + . + .
forming oil fir carbon and stainless steel
Mabanol Stamp 116 Concentrate Wassermisch_bares U',"f°"?‘°' 140 >100 1b 3mm v - v - - + + - - -
water miscible forming oil
Mabanol Stamp 190 Concentrate Wassermi§chbares Uf"f"”,“a' 193 >100 4c 3mm - - v - - + + - - B
water miscible forming oil

| geeignet / recommended

| nicht geeignet / not recommended

Stand/lIssue: 22.06.2026




